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Folder # 1424409B* Order # 10579218 Supplier First Quality
Report Date 12/3/2014 Client Reference
Inventory ID 462439

First Quality Products UL Sample ID 1424409004
Attn: Robert Sames Client Sample ID CRU-514 ProCare Protective Underwear
121 North Road X-Large
McElhattan, PA 17748 Lot # 14 117 E25

Product Identification Results

Rate of Acquisition, seconds”

Replicate 1 19.62
Replicate 2 20.78
Replicate 3 20.37
Replicate 4 2322
Replicate 5 20.09
Replicate Average 20.8
Replicate Range 19.62 - 23.22
Rewet, gramsm
Replicate 1 0.14
Replicate 2 0.10
Replicate 3 0.12
Replicate 4 0.10
Replicate 5 0.17
Replicate Average 0.13
Replicate Range 0.10 - 0.17

Total Absorption Capacity, grams®

Replicate 1 1245.88
Replicate 2 1340.37
Replicate 3 1235.87
Replicate 4 1333.11
Replicate 5 1218.37
Replicate Average 1275
Replicate Range 1218.37 - 1340.37

Retention Capacity, grams®

Retention Capacity 1 256.78

Retention Capacity 2 319.17

Retention Capacity 3 240.67

Retention Capacity 4 29291

Retention Capacity 5 25547

Retention Capacity Average 273

Replicate Range 240.67 - 319.17 Page 7 of 10
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Dimensions, inches

Length 37.50, 37.750, 37.750, 37.750, 38.0
Average: 37.750

Width ) 34.750, 34.250, 35.250, 34.750, 35.0
Average: 34.80
Air Permeability, cfm

Air Permeability - Replicate 1 150

Air Permeability - Replicate 1 133

Air Permeability - Replicate 2 164

Air Permeability - Replicate 3 121

Air Permeability - Replicate 4 157

Air Permeability - Replicate 5 146

Air Permeability - Replicate 6 166

Air Permeability - Replicate 7 146

Air Permeability - Replicate 8 181

Air Permeability - Replicate 9 136
Air Permeability - Average 150
Replicate Range 121 - 181

*Amended 2/19/2015 to update air permeability units from mm/s to cfim

MMedi-Cal Method; 100 mL
@ 1SO Method; 11948-1
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