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Folder # 1600574 Order # 11129776 Supplier First Quality
Report Date 1/15/2016 Client Reference
Inventory ID 534625
First Quality Products UL Sample ID 1600574001
- | Attn: Dana M. Walker Client Sample ID NU-012 MEDIUM
.l . PO Box 270, 121 North Road
McElhattan, PA 17748 Lot # NU-012
Product Identification Results
Pad Weight, grams
Average Pad Weight 82.67, 82.42, 78.00, 76.48, 84.17
Average: 80.7
Replicate Range 76.48 — 84.17
Rate of Acquisition, seconds”
Replicate 1 36.47
Replicate 2 34.44
Replicate 3 32.53
Replicate 4 34.78
Replicate 5 33.03
Replicate Average 34.3
Replicate Range 32.53 - 36.47
Rewet, grams”
Replicate 1 0.09
Replicate 2 0.45
Replicate 3 0.08
Replicate 4 0.08
Replicate 5 0.06
Replicate Average 0.15
Replicate Range 0.06 - 0.45
Total Absorption Capacity, gramsm
. Replicate 1 1710.83
oy ‘ Replicate 2 1701.08
Replicate 3 1627.40
Replicate 4 1600.92
Replicate 5 1750.43
Replicate Average 1678
Replicate Range 1600.92 - 1750.43
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Product Identification Results
Retention Capacity, grams(z)
Retention Capacity 1 305.63
Retention Capacity 2 299.78
Retention Capacity 3 315.60
Retention Capacity 4 284.42
Retention Capacity 5 340.53
Retention Capacity Average 309
Replicate Range 284.42 - 340.53
Air Permeability, cfm
Air Permeability - Average 870
Air Permeability - Maximum 976
g Air Permeability - Minimum 779
[ Air Permeability - Replicate | 886
; Air Permeability - Replicate 2 852
B Air Permeability - Replicate 3 779
E Air Permeability - Replicate 4 880
Air Permeability - Replicate 5 883
Air Permeability - Replicate 6 884
Air Permeability - Replicate 7 808
Air Permeability - Replicate 8 888
Air Permeability - Replicate 9 976
Air Permeability - Replicate 10 860
Replicate Range 779 - 976

WMedi-Cal Method; 200mL insult
2016.01.15 @1SO Method; 11948-1
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